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CORROSION OF MATERIALS IN HYDROSPACE. PART II -~ NICKEL AND
NICKEL ALLOYS

Technical Note N-915

Y-F015-01-05-002A

by

Fred M. Reinhart

ABSTRACT

A total of 635 specimens of 75 different nickel alloys were
exposed at two different depths in the Pacific Ocean for periods of
time varying from 123 to 1064 days to determine the effects of deep
ocean environments on their corrosion resistance.

Corrosion rates, types of corrosion, pit depths, effects of
welding, stress corrosion cracking resistance, changes in mechanical
properties and analyses of corrosion products of the alloys are
presented,

0f those alloys tested, the following were practically immune
to corrosion: nickel-chromium-iron alloy 718; nickel-iron-chromium
alloys, except 902; nickel-chromium-molybdenum alloys; nickel-cobalt-
chromium alloy; nickel-chromium-iron-molybdenum alloys; nickel-
chromium-cobalt alloy; and nickel-molybdenum-chromium alloy. Alloys
attacked by uniform or general corrosion were the cast nickel-copper
alloys; nickel-molybdenum-iron alloy; and nickel-molybdenum alloy.
Alloys attacked by crevice or pitting corrosion were the nickels;
wrought nickel-copper alloys; nickel-chromium-iron alloys except 718;
nickel-iron-chromium alloy 902; nickel-tin-zinc alloy; nickel-beryllium
alloy; nickel-chromium alloys; and nickel-silicon slloy.

Corrosion resistance of welds in the nickel alloys depends upon
the selection of the proper welding electrodes, The nickel alloys
were not suscaptible to stress corrosion cracking. Corrosion pro-
ducts consisted of oxides, hydroxides, chlorides and oxychlorides.
Mechanical properties of the alloys were not adversely affected in
a significant way.




The bottom sediments were less aggressive than gsea water environ-
ments and the lower oxygen content sea water was less aggressive than
the higher oxygen content sea water,

Each transmittal of this document outside the agencies of
the U. S. Government must have prior approval of the U. 8.
Naval Civil Engineering Laboratory. !




PREFACE

The U. S. Naval Civil Engineering laboratory is conducting a
research program to determine the effects of deep ocean environ-
ments on materials. It is expectad that this research will establish
the best materials to be used in deep ccean structures,

A Submersible Test Unit (STU) was desixned, on which many test
specimens can be mounted. The STU can be lowered to the ocean floor
and left for long periods of exposure.

Thus far, two deep ocean test sites in the Pacific Ocean have
been selected. Six STUs have been exposed and recovered. Test Site
I (nominal depth of 6,000 feet) is approximately 81 nautical miles
west-southwest of Port Hueneme. California, latitude 33%4'N and
iongitude 120°95'W. Test Site II (nominal depth of 2,500 feet) is
75 nautical miles west of Port Hueneme, California, latitude 34°06'N
and longitude 120042'W,

This report presents the results of the evaluation of nickel
and nickel alloys.
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INTRODUCTION

The development of deep diving submarines which can stay sub-
merged for long periods of time has focused attention on the deep
ocean as an operating environment. This has created a need for
information about the behavior of common materials of construction
as well as newly developed materials with promising potentials, at
depths in the ocean.

To study the problems of construction in the deep ocean, project
"Deep Ocean Studies" was established., Fundamental to the design,
construction and operation of structures, and their related facilities
is information about the deterioration of materials in these deep
ocean environments. This report is devoted to the portion of the
project concerned with determining the effects of these environments
on the corrosion of metals and alloys.

The test sites for the deep ocean exposures are shown in Figure
1 and their epecific geographical locations are given in Table 1.

The complete oceanographic data at these sites obtained during NCEL
cruises from 1961 to 1967 are summarized in Figure 2. Because of the
minimum-oxygen concentration zone found between the 2,000-3,000 foot
depths during the early oceanographic cruises, it was dacided to
establish the second exposure site (STU IL-1 and II-2) at a nominal
depth of 2,500 feet.

A summary of the characteristics of the bottom waters 10 feet
above the bottom sediments at the different exposure gites is given
in Table 1,

Sourcea of information pertaining to the biological character-
istics of the bottom sediments, biological deterioration of materials,
detailed oceanographic data, and construction, emplacement and re-
trieval of STU structures are given in Reference 1.

The procedures for the preparation of the specimens for exposure
and for evaluating them after exposure are described in Reference 2.

Previous reports pertaining to the performance of materials in
the deep ocean environments are given in References 1 through 6,

This report is a discussion of the corrosion of nickel and some
nickel alloys for the six exposure periods shown in Table 1.

RESULTS AND DISCUSSIONS

The results preamented and discussed herein also include the
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corrosion data for the nickels and nickel alloys exposed on the STU
structures for the International Nickel Company. Incorporated. Per-
mission for their incorporation in this report has been granted by

the International Nickel Company, Incorporated, Reference 7. Results
from other participants in the NCEL study are also included, U. S.

Navy Marine Engineering laboratory (Reference 8) and Chemistry

Division, NCEL (Reference 9). Deep ocean data from the Atlantic Ocean
(References 10 and 11), surface data from the Atlantic Ocean (Reference
12) and surface data from the Pacific Ocean (References 13 and 14)

are included for comparison purposes.

NICKEL

The chemical compositions of the nickels are given in Table 2,
their corrosion rates and types of corrosion in Table 3, and changes
in mechanical properties in Table 4.

Nickel is passive (resistant) in moving sea water but is subject
to local attack or pitting in stagnant sea water. Fouling organisms,
deposits, and crevices cause pitting and crevice (oxygen concentration
cell) corrosion.

The corrosion rates and types of corrosion of seven nickels (94
percent minimum nickel) are given in Table 3. Crevice corrosion and
edge corrosion {(on the ends) were the two types which were respon-
sible for practically all the corrosion damage. Corrosion rates
calculated from weight losses sre most meaningful and valuable when
the type of corrosion is either uniform or general; therefore, cor-
rosion rates for nickels would not be the best criteria for assessing
corrosion. To obtain a complete evaluation of the corrosion of an
alloy, corrosion rates, maximum and average pit depths, pitting fre-
quency or pitting factor, type of corrosion, changes in mechanical
properties, and resistance to stress corrosion cracking should be
determined.

In the case of the nickels, there was very little surface cor-
rosion so little emphasis can be placed on corrosion rates. The two
types of corrosion encountered (crevice and edge penetration) can
be extremely damaging from the standpoint of reliability. The edge
penetration was caused by the microcracks formed during the shearing
operation which illustrates dramatically the corrosion damage which
can be caused by this fabricating procedure. Penetration of as much
as an inch during six months of exposure was found. For sea water
applications, shearing or punching of holes should not be permitted;
only sawing, machining or drilling.
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The Naval Applied Science Laboratory11 reported that nickel 200
was practically unattacked after 199 days of exposure at a depth of
4,500 feet in the Tongue-of-the-Ocean (TOTO), Atlantic Ocean, This
is in contrast to the results obtained in the Pacific Ocean where
the corrosion rates in the water were low at both depths; from less
than 0.1 to 0.7 MPY at 5,640 feet for 123 days and 0.5 MPY at 2,340
feet for 197 days, but there was crevice corrosion on nickel at both
depths.

Although the Naval Research Laboratory14 reported concentration
cell and pitting (average depth, 125 to 143 mils) corrosion of nickel
200 in surface sea water at Fort Amador, Panama Canal Zone, Pacific
Ocean, the corrosion rate of nickel decreased with time of exposure
as shown in Figure 3., However, as also shown in Figure 3, the cor-
rosion rates of nickel 200 at a nominal depth of 6,000 feet in the
Pacific Ocean increased sharply with time of exposure to 2 years
and then decreased. After 2 years of exposure they are comparable
with those for surface sea waters at Fort Amador. As previously
emphasized, more weight must be given to concentration cell, crevice
and pitting types of corrosion as a basis for recommending nickels
for sea water applications than to corrosion rates calculated from
weight loss determinations.

There was no definite correlation between corrosion rates of
most of the nickels at the nominal 6,000 foot depth and at the
nominal 2,500 foot depth. Only cast nickel-210 and nickel-301 cor-
roded at consistently slower rates at the 2,500 foot depth than at
the 6,000 foot depth both in the sea water and in the bottom sedi-
ments. At both depths these two nickels corroded at slower rates
in the bottom sediment than in the sea water.

The nickel containing 4.5 percent aluminum (nickel 301) was
more susceptible to crevice corrosion than the other nickels. Cast
nickel (nickel 210) was less susceptible to crevice corrosion than
the other nickels but was attacked more by the pitting type of
corrosion.

The weld beads were preferentially corroded after 402 days of
exposure at a depth of 2,370 feet in the sea water when nickel was
welded by the inert gas velding technique using filler metal 61 and
by the metal-arc welding technique using welding electrode 141. The
preferential corrosion of filler metal 61 is shown in Figure 4. How-
ever, in the bottom sediment the weld bead made with filler metal 61
was not preferentially corroded.

Metallographic examinations of the weld materials and the ad-
jacent-heateaffected-zones showed no evidence of selective corrosion
at grain boundaries. It is, therefore, concluded that the weld bead




alloy was anodic to the parent nickel in the sea water but not in the
bottom sediment.

Nickel 200 was not susceptible to stress corrosion cracking when
exposed at a depth of 2,370 feet for 402 days at tensile stresses
equivalent to 50 and 75 percent of its yield strength (12,500 and
18,700 psi, respectively).

Exposures for periods of time as long as 1064 days at a depth
of 5,300 feet were not detrimental to the mechanical properties of
nickel 200, Table 4.

NICKEL-COPPER ALLOYS

The chemical compositions of the nickel-cooper alloys are given
in Table 5, their corrosion rates and types of corrosion in Table 6
and changes in mechanical properties in Table 7.

The nickel-copper alloys have excellent corrosion resistance in
sea water except that in slowly moving or stagnant sea water they
are subject to pitting. This is particularly true if fouling orga-
nisms are present and attach themselves to the metal. They are
inherently passive, hence in environments deficient in oxyger this
passivity is destroyed locally and they pit at these local anodes or
corrode by oxygen concentration cell type of corrosion in arevices,

The corrosion rates of nickel-copper 400 alloy at depth and at
the surface in both the Atlantic and Pacific Oceans are shown in
Figure 5, Even though there was both pitting and fouling of specimens
in all surface exposures, the corrosion rates decreased with increase
in duration of exposure., However, due to the higher average tempera-
ture at the Panama Canal Zone, the corrosion rates there were three
times as great as those at Port Hueneme, California and at Harbor
Island, North Carolina.

The corros‘on rates at nominal depths of 2,500 and 6,000 feet
in the Pacific varied with duraticn of exposure so that it was not
possible to construct smooth curves. This vacillation of the cor-
rosion rates {s attributed to the pitting and crevice types of
corrosion. The pitting of nickel-copper alloy 400 after 1064 days
of exposure partially embedded in the bottom sediment at a depth of
5,300 feet is showm in Figure 6. The unpitted portion on the right
was embedded in the bottom sediment; the pitted portion extended
above the sediments. For this reason the corrosion ratcs at both
depths in sea water are shown ae a band in Figure 5 which encompasses
all hut three of the 17 values. For duration of exposure longer
than 400 days this band is between the two curves for surface cor-
rosion rates. The low oxygen concentration environmeat {2,500 foot
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depth) was of the same aggressiveness as the higher oxygen environ-
ment (6,000 foot depth). :

There was neither pitting nor crevice corrosion of this alloy
at a depth of 5,600 feet in the Atlantic Ocean. In fact, there
was no visible corrosion after 1050 days of exposure, Figure 5.

This excellent resistance to corrosion at a depth of 5,600 feet in
the Atlantic Ocean indicates that the enviromment at this location
is different from the environment at a depth of 5,500 feet in the
Pacific Ocean. The oxygen concentration in the Atlantic has been
reported as 5.7 milliliters per liter (at least as high as at the
surface) and no fouling organisms were reported, but, in addition
the current must have been high enough to prevent stagnation all
three conditions are usually necessary to prevent pitting.

There was a similar variability in corrosion rates of the
nickel-copper 400 alloy partially embedded in the bottom sediments
which is also attributed to the crevice and pitting types of corro-
sion. At the 5,500 foot depths the depths of the pits and the
severity of the crevice corrosion increased with increasing duration
of exposure.

When nickel-copper 400 alloy was welded with filler metal 60
by the inert gas welding process the weld bead both in the sea water
and in the bottom sediment after 402 days of exposure at a depth
of 2,370 feet was selectively attacked as shown in Figure 7. When
welded with electrodes 130 and 180 by the metal-arc welding process
the weld beads were not selectively corroded, the corrosion was
uniform and no more severe than that on the unwelded sheet.

Nickel-copper alloy 400 was not susceptible to atress corrosion
cracking when exposed at stresses equivalent to 50 and 75 percent of
its yield strength for 402 days at a depth of 2,370 feet.

The mechanical properties of the unwelded nickel-copper 400
alloy were not impaired by exposure at nominal depths of 2,500 and
6,000 feet for periods of time of 402 and 1064 days, respectively
except after 751 days at 5,500 feet, Table 7. The 22 percent de-
crease in the elongation after 751 days of exposure at a depth of
5,500 feet was due to the deep pits.

The percent elongation of the welded specimens decreased with
attendant increases in the yield strengths as shown in Table 7
This is not considered significant except for the specimen in the
sca water welded with filler metal 60 which broke in a weld defect,

Nickel-copper alloys 402, 406, and K-500 behaved much the
same as the 400 alloy in that their corrosion rates vacillated
between lese than 0.1 and 1.5 MPY due to the severity of crevice and
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pitting corrosion. After 1096 days of exposure at the surface in
the Atlantic Ocean, Harbor Island, North Carolina, the corrosion
rate of nickel-copper alloy K-500 was 0.8 MPY which cowmpares
favorably with its behavior at depth in the Pacific Ocean.’ Most

of the corrosion at the surface was also due to localized corrosion.

Cast nickel-copper alloys 410 and K-505 corroded uniformly as
shown in Table 6. The corrosion rates of the cast-410, in general,
decreased with an increase in the time of exposure at both depths, .
2,350 and 5,500 feet as shown in Figure 8, and in both cases the
corrosion rates in the bottom sediments were less than those in the
sea water at the same depth. After 1064 days of exposure at a -
depth of 5,300 feet the corrosion rates in the sea water and in the
bottom sediment were about the same. The corrosion rates at a
depth of 2,350 feet were less than those at a depth of 5,500 feet.
Initially the cast anickel-copper K-505 alloy corroded at a greater
rate in the bottom sediment than in the sea water but after 1064
days of exposure at a depth of 5,500 feet, it was lower than in
sea water as shown in Figure 9. The general trend was for the
corrosion rates to decrease as the duration of exposure increased.
The corrosion rates at 2,350 feet were lower than those at 5,500
feet.

Nickel-copper 60 alloy was attacked by the crevice type of
corrosion at both depths, Table 6. In most cases the crevice corro-
sion was greater on the specimenc exposed in the sea water than on
those partially embedded in the bottom sediments.

X-ray diffraction, spectrochemical and chemical analyses of
corrosion products removed from nickel-copper alloys 400 and K-500
showed that they were composed of cupric oxide (Cu0), nickel oxide
(Ni0), nickel hydroxide (Ni(OH),), cupric chloride (CuCl,), copper-
oxy-chloride (CuClz.3Cu0.4H;0), a trace of nickel sulfide (NiS) and
phosphate, chloride and sulfate ions.

NICKEL ALLOYS

The chemical compositions of the nickel alloys are given in
Table 8, their corrosion rates and types of corrosion in Table 9,
their stress corrosion resistance in Tabie 10 and changes in
mechanical properties in Table 11.

There were no significant weight losses or any visible corro-
sion on any of the following alloys:

a. Ni-Cr-Fe 718, unwelded and welded

s




b, Ni-Cr-Mo #3
¢. Ni-Cr-Mo 625

d. Ni-Co-Cr 700 except for 3 specimens with incipient crevice
corrosion

€. Ni-Cr~Fe-Mo F
f. Ni-Cr-Fe=Mo G

g. Ni-Cr-Fe-Mo X except for 1 gpecimen with incipient crevice
corrosion

h. Ni-Cr-Co 41
i. Ni-Mo-Cr C

The U. S. Navy Marine Engineering laboratory also reported no visible
corrosion on pgcke1-molybdenummchromium alloy C at depth in the
Pacific Ocean,®

Nickel~Chromium-Iron Alloys

Alloys 600, cast 610, X750 and 88 were attacked chiefly by the
crevice type of corrosion with some pitting in a few specimens (see
Table 9) both in the sea water and when partially embedded in the
bottom sediments. Generally, the crevice corrosion was less severe
on the specimens partially embedded in the bottom sediments than on
the specimens totally exposed in the sea water.

When alloy 600 was welded with electrodes 132, 62 and 82 the
weld bead materials were selectively attacked and were perforated
after 402 days of exposure in the sea water at & depth of 2,370
feet. In addition, there was line corrosion along the edges of the
weld beads made from electrodes 62 and 82, Also, there was severe
tunneling corrosion to perforation in the heat-affected zone of
alloy 600 adjacent to the weld bead made with electrode 82 as shown
in Figure 10, The line corrcsion and selective attack of the weld
beads indicates that the weld bead materials were anodic to the
parent sheet material (alloy 600). However, when alloy 600 was weld-"
ed with electrode 182 the only observable corrosion after 402 days
of exposure in the sea water at a depth of 2,370 feet was a slight




roughening of weld bead indicating that weld beads made with this
composition electrode are cvompatible (the same corrosion potential
in sea water) with the parent metal and is the preferred welding
electrode,
. After 402 days of exposure in the sea water at a depth of
2,370 feet, there was tunnel corrosion in the heat-affected zone and
along the edge of the weld bead in alloy X750 which had been welded
with electrode 718 by the tungsten electrode inert gas welding .
process. When alloy X750 was welded with electrode 69 by the tungsten
electrode inert gas welding process there was no selective attack
of the weld bead material or in the heat affected zome. -
There was no visible corrosion on alloy 718 unwelded and when
welded with electrode 718 by the tungsten electrode inert gas weld-
ing process after 402 days of exposure in the sea water at a depth
of 2,370 feet.

Nickel-Iron-Chromium Alloys

PR

There was either no visible corrosion or there was crevice cor-
rosion varying from incipient to 35 mils deep on alloys 800, 804,
825, 825 sensitized (heated for 1 hour at 12000F), 825 Cb, 901 and
902, Table 9. There was crevice corrosion 6 mils deep on alloy 800
after 1064 days of exposure in the bottom gediment at a depth of
5,300 feet; only incipient crevice corrosion on alloys 804, 825 Cb
; and 901 at both depths, crevice corrosion 22 mils deep on alloy 825
: after 751 days of exposure in the sea water at a depth of 5,640 feet;
; crevice corrosion 4 mils deep on 2lloy B25 (sensitized) after 1064
; days of exposure in the bottom sediment at a depth of 5,300 feet;
and crevice corrosion 35 mils deep on. alloy 902, after 402 days of
exposure in the sea water at & depth of 2,370 feet.

The U. S. Navy Marine Engineering Laboratory found essentially
i the same corrosion behavior of alloy 825 which was exposed on STUs
‘ I-3 and I-2 for 123 and 751 days at a depth of 5,640 feet, Reference

8. Crevice corrosion was 63 mils deep (perforated) after 751 days
with scattered pitting to 1 mil deep. There was crevice corrosion
. to 57 mils deep and scattered pitting to a depth of 2 mils after
| 386 days of exposure of companion specimens at the surface at
% Harbor Island, North Carolina. These data indicate that the corro-
sion of alloy 825 is slightly faster at the surface in the Atlantic
than at depth in the Pacific,

The corrosion behavior of these alloys was the ssme both in

sea water and in the bottom sediments.




After 402 days of exposure in sea water at a depth of 2,370
feet, there was end penetration of the weld bead material when alloy
800 was welded with electrode 82 and line corrosion along the weld
bead when alloy 800 was welded with electrode 138, The line corro-
sion along the weld bead is indicative of the presence of a line of
anodic material along the weld bead,

Nickel-Molybdenum-Iron Alloy B

Alloy B was corroded uniformly except for a groove about 4 mils
deep at the mud line after 403 days at a depth of 6,780 feet and for
incipient crevice and pitting corrosion in the bottom sediment after
197 days at a depth of 2,340 feet.

The corrosion rates of alloy B are shown in Figure 11. At the
5,500 foot depth in the sea water the corrosion rate increased
sharply between 123 and 403 days of exposure and decreased gradually
thereafter with increasing duration of exposure, In the bottom
sediment at a depth of 5,500 feet, there was generally a decrease
in the corrosion rate with increasing duration of exposure and the
corrosion rate was lower than in the sea water. The corrosion
rates at the 2,350 foot depth increased between 200 and 400 days
of exposure the increase being greater in the sea water than in
the bottom sediment.

Nickel-Tin-Zinc Alloy 23

Alloy 23 was susceptible to severe crevice corrnsion (56 mils
in 751 days) and to pitting corrosion (35 mils in 1064 days).

Nickel-Beryllium Alloy

The nickel-beryllium #lloy specimens were in the form of bars
0.94 inch diameter which were pitted on the ends to depths of 17
mils in the sea water and 8 mils in the bottom sediment. The cor-
rosion rate {n the sea water was greater than that in the bottom
sediment,

Nickel-Chromium Alloys
Alloys 65-35, 75 and 80-20 were attacked by crevice corroaion

which varicd {n severity from incipi.nt to perforation (50 mils)
both in the sea water and in the bottom sediment. The corrosion
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rates usually were less than 0.1 mils penetration per year; in one
cagse, after 751 days of exposure at a depth of 5,640 feet in sea
water the rate was 0.5 mils penetration per year. Because of the
localized nature of the corrosion, low corrosion rates are mis-
leading if considered by themselves.

Nickel-Molybdenum Alloy 2

Alloy 2 was attacked by general corrosion; therefore, corro-
sion rateg calculated from weight losses are meaningful and signifi-
cant. The corrosion rates of alloy 2 are shown in Figure 12, At
both depths, 5,500 and 2,350 feet, the corrosion rates increased
with increasing duration of exposure. No explanation is offered at
this time for the exceptionally high corrosion rate in sea water
after 751 days of exposure at g depth of 5,640 feet. The corrosion
rates were less in the bottom sediments than in the sea water at
both depths,

Nickel~Silicon Alloy D

Alloy D was attacked by the crevice and pitting types of cor-
rosion. The most severe attack was after 1064 days of exposure in
the sea water at a depth of 5,300 feet; crevice corrosion extended
to a depth of 42 mils and pitting corrosion to a depth of 38 mils,

STRESS CORROSION

Nickel-iron-chromium alloy 825 and nickel-molybdenum-chromium
alloy C were exposed in the stressed condition at stresses equiva-
lent to 35, 50 and 75 percent of their yield strengths, as shown
in Table 10. Alloy 825 was not susceptible to stress corrosion
cracking after 402 days of exposure at a depth of 2,370 feet. Alloy
C was not gusceptible to stress corrosion ¢racking for periods of
exposure as long as 751 days at a depth of 5,640 feet.

MECHANICAL PROPERTIES

The changes in the mechanical properties of the nickel alloys
are given in Table 11. The mechanical properties of nickel-iron-
chromium alloy 825 and nickel-molybdenum-chromium alloy C were not
impaired by exposure to ses water or in the bottom sediments for
periods of time of 751 and 1064 days at the nominal depth of 5,500

10




feet. There was considerable decreazse (49 percent) in the percent
elongation of nickel-iron-chromium alloy 902 after 402 days of
exposure at a depth of 2,370 feet. Since there was no visible
corrosion, especially pitting, on the surfaces of the specimens,
this decrease cannot justifiably be attributed to corrosion. No
reason can be given for this at this time,

SUMMARY AND CONCLUSIONS

The purpose of this investigation was to determine the effects
of deep ocean environments on the corrosion of nickel and nickel
alloys. To accomplish this a total of 635 specimens of 75 different
alloys were exposed at nominal depths of 2,350 and 5,500 feet for
periods of time varying from 123 to 1064 days.

There was no significant weight loss or any viaible corrosion
on the following alioys: nickel-chromium-iron alloy 718, nickel-
chromium-molybdenum alloys 3 and 625, nickel-cobalt-chromium alloy
700, nickel-chromium-iron-molybdenum alloys F, G and X, nickel~
chromium-cobalt alloy 41 and nickel-molybdenum-chromium alloy C.

Four alloys, cast nickel-copper alloys 410 and K~505, nickel-
molybdenum-iron alloy B and nickel-molybdenum alloy 2 were attacked
by uniform or general corrosion. Their corrosion rates were lower
in the bottom sediments than in sea water at both depths, 2,350
and 5,500 feet, The corrosion rates of cast nickel-copper alloys
410 and K-505 at both depths and of nickel-molybdenum-iron alloy B
at the 5,500 foot depth, decreased with increasing duration of
exposure., The corrosion rates of nickel-molybdenum alloy 2 at both
depths and of nickel-molybdenum-iron alloy B at the 2,370 foot
depth increased with increasing duration of exposure,

Some alloys were uncorroded except for isolated instances of
crevice corrosion. They were nickel-iron-chromium alloys 800, 804,
825, sensitized 825, 825 Cb and 901,

The remaining alloys were attacked either by crevice or pit-
ting corrosion or by both types of corrosion. These alloys were:
electrolytic nickel, nickel 200, 201, 211, 270, cast 210 and 301;
nickel-copper alloys 400, 40Z, 406, K-500 and 60; nickel-chromium~
iron alloys 600, cast 610, X750 and 88; nickel-iron-chromium alloy
902; nickel-tin-zinc alloy 23, nickel-beryllium; nickel-chromium
alloys 65-35, 75 and 80-20; and nickel-silicon alloy D.

There was attack of the weld beads, at the edge of the weld
bead or in the heat-affected zone of the following: nickel 200
welded with electrodes 61 and 141; nickel-copper alloy 400 welded
with electrode 60; nickel-chromium-iron alloy 600 welded with

11




! electrodes 62, 82 and 132; nickel-chromium-iron alloy X750 welded
with electrode 718; nickel-iron-chromium alloy 800 welded with
electrodes 82 and 138; and nickel-iron-chromium alloy 825 welded
with electrode 135, :

There was no selective sttack when nickel-copper alloy 400
was welded with electrodes 130 and 180; when nickel-chromium-iron
alloy 600 was welded with electrode 182; when nickel-chromium-iron
alloy X750 was welded with electrode 69; when nickel-iron_chiumium
alloy 825 was welded with electrode 65; and when nickel-chromium-
iron alloy 718 was welded with electrode 718.

Nickel 200, nickel-copper 400, nicke1-molybdenum~chromium alloy
C and nickel~-iron~chromium alloy 825 were immune to stress corro-
sion cracking.

Corrosion products from the nickel-copper alloys contained
cupric oxide (Cu0), nickel oxide (Ni0), nickel hydroxide (Ni(OH) ),
cupric chloride (CuCl,), trace nickel sulfide (NiS), copper oxy— |
chloride (CuClj;.3Cu0. ZH 0) and phosphate, chloride and sulfate ions. ‘

The mechanical propercies of nickel and i‘he nickel alloys were ‘
unaffected by exposure at depths in the Pacific Ocean except for
decrease in percent elongation of nickel-iron-chromium alloy 902.

I
|
|
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Figure 4. Corrosion of weld bead on nickel made with
clectrode 61 exposed in sea water for 402
days at a depth of 2,370 reet.
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Pitting corrosion of nickel-copper alloy 400
after 1064 days of exposure at a depth of
5300 feet.

Figure 6.




Figure 7. Corrosion of weld bead on nickel-copper alloy
400 made with clectrode 60 exposed in sea
water for 402 days at a depth of 2,370 fcet.
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Figure 10.

Nickel-ch
clectrode
affected

romium-iron alloy 600 welded with
82. Corrosion at edge of heat
zone and of weld bead,




-g A0||0 uOJI-wWNUIPQA|OW-]3%D1U jO UOIsOMOT) “{| eunBiy

(sAoQ) @insodx3
o0or ‘1 00¢ ‘1 000’1l 008 009 o0r 00Z oo
.l’
/f i

N BN

~
(Adu) eyry woisouo)

€
juswipes woiiog W
10j0m 08 7
904 06C'T
| ——  iuowipes wolog @ : 4

isiom veg QO
1984 00s’S
(O°NI




Corrosion Rate (mpy)

|

iNco’

5,500 Feet

O Ss0 woter

@® Botton sediman:
2,350 Feot

O Seo wates

& Bottem sediment

4

’/, -
‘z’”
-~
r"’ ' M".«-—-—"“"‘"
/::741/
o 20 %0 400 800 1,000
Exposure {Doys)

Figurs 12. Cormrosion of nickel-molybdenum alloy 2.




UNCLASSIFIZD
Sscurity Classification

DOCUMENT CONTROL DATA - R&D

(Security clsseification of title, body of abstrect and indexing ennctation must be entered when the overal! report le clseeilied)

1. ONIGINATIN G ACTIVITY (Corporate suthor) 29 REPORY SECURITY C LASSIFICATION
U. S. Naval Civil Engineerix& Laboratory Unclassified
Port Hueneme, California 93041 25 smouP
—p
3. REPORT TITLE
Corrosion of Materials in Hydrospace. Part II - Nickel and Nickel Alloys
4. DESCRIPTIVE NOTES (Type of report and inclusive detes)
8. AUTHOR(S) (Laat name. firet name, initial)
Reinhart, Fred M.
§. REPONT DATE 78 FOTAL NO. OF PAGKS 76 NO. OF REPS
August 1967 65 14
Be. CONTRACY OR SRANT NO. 90 ORIGINATOR'S REPORT NUMBER(S)
A mRoJECT NO. Y-F015-01-05-002A Technical Note N-915
. (1Y zlv.ugn n}’ouv NO(S) (Any ofher numbere Shal may bo assigned
d.

10. AVAILABILITY/LINITATION NOTICES

Rach transmittal of this document outside the agencies of the U. S.
Covermment must have prior approval of the U. S. Naval Civil Engineering

2

11. SUPPL ENENTARY NOTES 11. SPOMSORING MILITARY ACTIVITY
Haval Facilities Engineering Command
Washington, D. C. 20390

15 ABBTRACY

A total of 635 specimens of 75 different nickel alloys were exposed at two
different depths in the Pacific Ocean for periods of time varying from 123 to
1064 days to determine the effects of deep ocean environments on their corrosion
resistance.

Corrosion rates, types of corrosion, pit depths, effects of welding, stress
corrosion cracking resistance, changes in mechanical properties and analyses of
corrosion products of the alloys are presented.

O0f those alloys tested, the following were practically imsune to corrosiom:
nickel-chromium-iron alloy 718; mickel-iron-chromium alloys, except 902; aickel-
chromium-molybdanum alloys; aickel - cobalt-chromium alloy; nickel-chromium-{irom-
solybdenum alloys; nickel-chromium-cobalt alloy; and nickel-molyhdenum-chromium
alloy. Alloys attacked by uniform or gemersl corrosion wers the cast nickel-
copper slloys; sicksl-molybdenum-iron alloy; and nickel-molybdbdenum alloy. Alloys
attiched by crevice or pitting corrosiom were the mickels; wrought nickel-copper
alloys; aickel-chremium~iron slloys except 718; nicksl-iroa~chromium alloy 902;

" micheletin-sine allay; aickel-baryllium slloy; nickel-chromium alloys; and nicksl-
silicom alloy.

Covrvesion resistance o. welds in the nicksl alloys, depends upon the selec-
tism of the prepat wiliing electrodes. Che mickel slloys weze aet cusesptidlie te

stresd corrosion cracking. Corrosiom products comsisted of owides, hpironides,
chlorides amd oxychlorides. MNechamical properties el the alleys wers et '
adveresly affected in & sigaificant way. :




N e s iew . © AT STANPEPATSI B8 S S

UNCLASS
Security Clessification

14 KEY WORDS

LiNK A LINK @ LiNdt €

ROLE .24 ROLE wr noLt L A4

Nickel

Nickel Alloys

Corrosion

Corrosion resistance
Hydrospace

Ocean environments

Stress corrosion resistance
Welding electrodes

INSTRUCTIONS

L. ORIGINATING ACTIVITY: Enter the name and address
of the contractor, subcontractor, grantes, Department of De-
fense activity or other organization (comporate author) issuing
the report.

2a. REPORT SECUNTY CLASSIFICATION: Enter the over
all security clessification of the report. Indicate whether
“'Restricted Data’’ is included Marking is to be in accord
ance with appropriate security regulations.

2b. GROUP: Automatic downgrading is specified in DoD Di-
rective $200, 10 and Armed Forces Industriel Masual. Eunter
the group number. Also, when appliceble, show that optional
raarkings have been used for Group J and Group 4 as suthor-
ised.

3. REPORT TITLE: Emer the complete repont title in ail
ceapital letters. Tites in all cases ahould be unclassified
If &« meamingful title cannot be selected without clsesifice
tion, show title classification in all capiials in parentheas
immediately following the ttle

4 DESCRIPTIVE NOTES If eppropriste, enter the type of
repert, . g, interim, progress. summery, annual, or linel.
Give the inciusive detes when 8 specific reporting period ie
covared.

§. AUTHOR(SX Enter the name(s) of mtlor(s) ss showa on
or in the report. KEntex jast name, firet name, middie initial
1f military, show rank snd brench of service. The meme of
the principel author s an ahsolute minimum requiremsnt.

6 REPORTY DATL: Enter the dete of the report as day,
month, yoar, or mosth, yeen If mere them one dote sppesrs
on the report, use date of publicetion

7s. TOTAL NUMBER OF PAGEE: The total page count
shouid follow nermsa! pagination procedwes, i o enter the
enber of pages contsining infermation

7. NUMMER OF REFERENCER Eater the total ausber of
references cited ir the repent.

Sa CONTRACT OR GRANT NUMBER: If & , ealer
the applicobie mamber of the comtract or grom which

Sa. OROINATOR'S REPORT NUMBER(E): Rater the offh-
clal repert sumber by which the decument will be idont ified
and coaivelled by the originating sstivity. This smmber mmet

imposed by security classification, using standard statements
such as:

(1) “*Qualified requesters may obtain copies of this
report from DDC."’

(2) ‘Foreign announcement and dissemination of this
report by DDC is not authorized '’

(3) U S. Government agencies may obtain copies of
this report directly from DDC. Other qualified DDC
users sha!l request through

(4) *‘U. S. mulitary sgencies may obtsio copies of this
report directly from DDC. Other qualified users
shall request through

(S) '*All distribution of this report is controlled Qual-
ified DDC users shall request through

I the report has been {urniahed to the Office of Techmical
Services, Department of Commerce, for ssle to the public, iadi-
cate this fact and entar the price, if knovwn

1L SUPPLEMENTARY NOTESR Use for ndditional explana
tory noies.

12 SPONSORING MILITARY ACTIVITY: Emer the name of
the departmental project office ot laboratory apoasoring (pey-
ing for) the resserch and developmant. Include address.

13 ABSTRACT: Enter sa abatrect giving » brief and factual
semmary of the document indicstive of the repart, even though
it may sisc sppeer elsewhare in the body of the techaics! re-

port. Ul additions! space is required, o continmation sheet shall
e atinched.

5t in highly decireble that the shetect of classified reportd
b wncloseified. Rech paragregh of the abatract chall sad with
an indicatioca of the military secwrity classiflicetion of the ia-
formetion in the garagraph, regeesented a8 (T1). f1). (C). s (V).

There i ne limitation on the of the sntrect. How-
over. the suggeeted leangth is from 130 re 423 wenla.

14. KEY WORDS: werds are tochnicelly mesnisgfu! terms
or abort phruses thet roetptine & report and miay be waed as




UNCLASSIFIED - continuation of Abstract (DD Form 1473)

The bottom sediments were less aggressive than sea water environments

and the lower oxygen content sea water was lesa aggressive than the higher
cxygen conteat sea water,




